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hone a stone floor?
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This will depend on what grit you are using. Recent studies performed by
several abrasive companies have shown that honing of marble removes the
following amount of material:

Grit size Average amount removed(inches)

120 .0019 400 .0008 800 .0001 1800 .0003 As you can see the amount
removed is very small and a stone floor can be honed numerous times without
the chance of removing a significant amount of material.

Online URL:
https://surfacecarepros.com/kb/article/how-much-material-am-i-removing-
every-time-i-hone-a-stone-floor-1141.html

Powered by TCPDF (www.tcpdf.org)

https://surfacecarepros.com/kb/category/stone-tile-restoration/23/
https://surfacecarepros.com/kb/article/how-much-material-am-i-removing-every-time-i-hone-a-stone-floor-1141.html
https://surfacecarepros.com/kb/article/how-much-material-am-i-removing-every-time-i-hone-a-stone-floor-1141.html
http://www.tcpdf.org

