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As mentioned above, the recrystallization process does not like moisture. The
floor needs to be dry before recrystallization is
applied. It may take at least 24 hours for the floor to dry depending on
humidity and temperature. Purchase a moisture meter and check the floor.
Recrystallize only after the floor is dry.

TIP If you intend to use the recrystallization process after honing, it is best
to wait at least 24 hours before applying the recrystallization process.
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